
  
 
 
 
 
 

ACCEPTED SLATE TILE 
 
 
1. Roofing slates shall conform to current ASTM Standard C406, Standard Specification For 

 Roofing Slate, Grade S1, having a minimum porosity of approximately 0.15 percent. 
 

2. Commercial roofing slates shall be minimum 4 mm (3/16") thick, machine punched for two 
 (2) nails when applied with standard 75 mm (3") head laps, weighing approximately 41 

 kg/m2 (850 lbs/square). 
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